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Client’s name / Tén khéch hang :  YORN WIRE SIE}

2

Client’s address / Dja chi :  PHNOMPE N &5&/
4_/ YWS(CAMBODV«)CO.,LTE" &
W,

The following sample(s) was/were submitted and identi

Cé4c thdng tin nhan dang méu do khach hang cung cap:

Name of sample / Tén mau :  STEEL WIRE / SQT THEP 3.4MM

Quantity / S6 lwong méu :  01sample/ mdu

Project/ Dy 4n . lIrrigation Development And Flood Mitigation Project
Date of receiving / Ngay nhan méu : 17-May-2024

Time of testing / Thoi gian thir nghiém  : From | tir 17-May-2024 to / dén 20-May-2024

Test method / Phurong phéap tho : BS EN 10244.2-2009 Steel wire and wire products —
Nonferrous metallic coatings on steel wire. Part 2: Zinc
or zinc alloy coatings

Test result / Két quéa thir nghiém :  See next page(s) / Xem trang sau

KDC authenticate the photos on original report only / SGS chi xac thurc cac hinh énh trong bao cao chinh thic

Signed for and on behalf of
KHMER D&C TECHNICAL
CONSULTANT CO,, LTD
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CONSULTANT Co g
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Nguyen Xuan Dieu
Managing Director

EpEE
Please extract your time to give us your feedback as this will help our service better. Thank you! %
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Characteristic / Tén chi tiéu Test result / Két qua thi nghiém
Unit
. ) . . Bon vi Average
Coating test / Kiém tra I6p phu 1 2 Trung binh
» Mass of zinc coating 2
Khéi lvong 16p ma kém g/m 334.7 %@T e 33
a’\éﬁl‘;%:‘“" -
o E ‘c}%éa
Before testing / Trudc thi nghiém /3‘ i
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